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Product name: ACCELERATOR TMTD  

  Report date:  
Jul.27, 202 4

 

   

 

Item Specification Result 

   

Appearance White or light gray powder Conforms 

Initial M.P. 142.0°C Min 142.1°C 

Loss on drying 0.40% Max 0.07% 

Ash 0.30% Max 0.09% 

Residue on 150μm sieve 0.10% Max 0.02% 

   

 

Conclusion: Up to the standards. 

We hereby certify that above is true and correct. 

 

 

 

 

QA Manager: Yang Xiaorong 

Signature:                

 

 


